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Arsenopyrite and As-rich pyrite



Sample: 472a - Area 1

As Fe

Image width: 1335 microns



Sample: 472a - Area 1

Image width: 1335 microns

Au Pb



Sample: 472a - Area 2



Sample: 472a - Area 2

As Au

CuFe

Width of image: 120 microns



Sample 472a - Area 3
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High-Au Arsenopyrite Grain
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